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Measured Gas Load of Candidates for Pixel Substrate Material
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Fuzzy Carbon
Pocofoam 1a - baked
Pocofoam 1b
Carbon-carbon
Carbon-carbon - baked
Carbon fiber panel
Pyrolytic Graphite Sheet - baked

Candidates for substrate material:
- Fuzzy carbon
- Pocofoam
- Carbon-carbon
- Pyrolytic Graphite Sheet

Carbon fiber panels added to chart
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